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Select of mulching materials for soil surface management
in Schisandra chinensis B.
Medicinal Plants Research Institute, Jeollabukdo ARES, Jinan—-gun 567-807
Dong Hyun You', Chun-Bong Park, Jong-Yeob Kim, So- Ra Choi, Seung-Kwan Noo
and Dae-Hyang Kim
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v 2} (Schisandra chinensis B.)
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Table 1. Growth characteristics different at mulching materials in Schisandra
chinensis B. Culture.

. No. of main No. of new . Cluster Cluster

Mulching branch branches Leaf length Leaf width width length
materials (ea) (e2) (cm) (cm) (mm) (mm)
. 18.0 102 6.2 23.2 46.0
Vinyl 30 +2.0 +1.2 +0.5 +2.6 +11.0
. 217 115 6.6 22.0 515
Rice straw 35 59 0.9 06 9.4 £14.2
. 293 115 72 235 58.9

PP film 25 +3.2 +0.9 +0.4 +2.7 +20.4
Shade net . 27.0 114 72 25.9 61.2
1 fold ' +6.1 +0.7 +0.3 +3.2 +12.0
Shade net . 27.0 11.0 65 23.2 59.4
2 fold ' +1.7 +0.6 +0.5 +2.0 +12.9

Table 2. Occurrence rate of weeds different at mulching materials in Schisandra

chinensis B. culture.

Mulching materials in soil

Division Vinyl Rice straw PP film Shladfilget Shzadfilget
Occurrence
rate of weeds 3 40 5 40 5
(%)
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