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Fig. 1. Results of Cyclic Voltammogram for the redox
reaction BiCl;(1wt%) in molten salt LiCI-KCl at 723K (Scan
Rate: 50,100,150,200mV/s).
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Fig. 2. Dependence of peak potential on scan rate and peak

current on square root of sweep rate.
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